
Introduction 

Nitrogen oxides, among the most dangerous air pollu-

tants, are known to contribute to the greenhouse effect, acid

rains, photochemical smog, and enlargement of the ozone

hole [1]. Growing pollution of the natural environment has

stimulated the search for new raw products and new tech-

nologies for production of highly effective and cheap adsor-

bents for removal of pollutants from the gas phase. From

the economical and ecological points of view, very promis-

ing is the use of waste products such as sawdust, fruit

stones, fruit shells, straw or sludge [2-5]. The use of waste

products for production of adsorbents can provide interest-

ing and cheap alternatives to the hitherto used adsorbing

materials and at the same time be an interesting method of

waste product utilization.

One of the waste products that can be used as a precursor

of adsorbents of specific sorption properties is sludge. It is the

solid waste product obtained at wastewater and sewage treat-

ment plants. Sludge has exceptional physico-chemical prop-

erties that result from its diverse chemical composition. This

diversity determines its use, the character, and results of the

processes of its treatment. Of particular importance is the

content of metals. After treatment, sludge can be converted

into mesoporous materials that can be effective adsorbents of

metals, organic dyes, and phenol from the liquid phase [6-8],

and sulphur compounds from the gas phase [9]. A relatively

new application of sludge is that of a precursor of adsorbents

of NO2. So far the NO2 sorption capacity of such adsorbents

has been studied at the stage of carbonisates [5, 10].

The main aim of this study was to establish the effects

of the processes of carbonization and activation on obtain-

ing adsorbents from sewage sludge and evaluation of the

sorption properties of such adsorbents toward NO2.
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Abstract

The effect of the processes of carbonization and activation on adsorbents obtained from sewage sludge

and evaluation of the sorption properties of such adsorbents towards NO2 was studied. Carbonaceous adsor-

bents were obtained by carbonization of sludge at 600ºC for four different times (30, 60, 90 and 120 min.) fol-

lowed by activation of the carbonisates by CO2 at 800ºC for 60 min. Adsorption of NO2 was carried out in dry

air. It has been shown that by appropriate thermal and chemical treatment of sludge, mesoporous adsorbents

can be obtained that are capable of NO2 removal. The activation of the carbonisates with CO2 was found to

substantially improve their sorption properties. The best NO2 sorption capacity from among the samples

obtained by carbonization at 600ºC or by carbonization at 600ºC followed by activation by CO2 at 800ºC was

obtained for the samples carbonised for 90 minutes.
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Experimental Procedures

The initial material used in this work was sewage

sludge (S) from the Central Wastewater Treatment Plant in

Koziegłowy, near Poznań. Adsorbents were prepared via

carbonization (C) of dry sludge (1-2 mm particle size) at

600ºC performed for 30, 60, 90 and 120 min., followed by

activation (A) of the carbonisates by CO2 at 800ºC for 60

min. The samples obtained are labelled as SC-X-Y and SC-

X-Y-A, where X stands for the holding time of carboniza-

tion and Y is the temperature of carbonization.

The evaluation of NO2 sorption capacity was carried out

according to the procedures described in [11] with some

modifications. The samples were packed into a glass col-

umn (length 300 mm, internal diameter 9 mm, bed volume

between 3 cm3). Dry air (“D”) with 0.1% of NO2 was

passed through the column with the adsorbent at 450

ml/min for NO2. The breakthrough of NO2 was monitored

using Q-RAE PLUS PGM-2000/2020 with an electro-

chemical sensor.

The pH of samples was measured using the following

procedure: a portion of 0.4 g of the sample of dry sample

powder was added to 20 ml of distilled water and the sus-

pension was stirred overnight to reach equilibrium. Then

pH of the suspension was measured.

Characterization of the pore structure of activated car-

bons was performed on the ground of low-temperature

nitrogen adsorption-desorption isotherms measured on a

sorptometer ASAP 2010 (Micrometrics Instrument Corp.

USA), following BET and BJH techniques.

The surface oxide functional groups were determined

by the Boehm method [12].

Results and Discussion 

The NO2 breakthrough capacity values determined for

all carbonisates and activates obtained from them are col-

lected in Table 1. According to these results, the highest

NO2 adsorption capacity was found for sample SC-90-600,

which had the most basic character of the surface prior to

adsorption. The other carbonisates are much poorer adsor-

bents. Although these samples do not have substantially dif-

ferent sorption properties, those carbonized for 30 or 60

min. have smaller NO2 breakthrough capacity than the sam-

ple carbonized for 120 min. Analysis of the sorption capac-

ity values of the carbonisates has shown that the carboniza-

tion time of 90 min. is optimum for the process and permits

getting adsorbent of the highest sorption capacity.

Activation of the carbonisates significantly improves their

NO2 sorption abilities. According to the results presented in

Table 1, activation gives a significant increase in the sorp-

tion capacity, expressed either in mg/g or in mg/cm3. The

highest NO2 breakthrough capacity was obtained for sam-

ple SC-90-600-A produced from the carbonisate of the best

sorption abilities, while the lowest – for sample SC-60-600-

A produced from the carbonisate of the poorest sorption

abilities. The other two activates (SC-30-600-A, SC-120-

600-A) have similar values of sorption capacity.

Comparison of the surface pH values of the carbonisates

and activates shows that adsorption for each of them leads

to increased surface acidity. Most probably it is caused by

the reactions of metal oxides or hydroxides formed on the

surface of the adsorbents as a result of decomposition of

salts, originally contained in the sludge, with NO2 and NO

formed by reduction of NO2 on carbonaceous materials [5].

Structural parameters of all samples measured before

and after NO2 adsorption are given in Table 2. According to

these data, carbonization of sludge at 600ºC permits getting

mesoporous adsorbents of small surface area and very

small total pore volume. Sample SC-90-600 has the great-

est surface area and pore volume, while sample SC-60-600

has the smallest surface area and pore volume. These are

the same samples that show the best and the poorest NO2

sorption capacities (Table 1). This correlation means that

the porous structure has significant effect on the NO2 sorp-

tion capacity of the samples studied. Of particular signifi-

cance for this process must have been micropores as,

according to Table 2, their surface and volume have much

decreased after NO2 adsorption (a great decrease in
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Sample
NO2 breakthrough capacity pH

mg/g of ads mg/cm3 of ads initial exhausted

SC-30-600-D 2.96 1.93 9.28 8.47

SC-60-600-D 2.73 1.67 9.52 8.83

SC-90-600-D 5.92 3.27 9.62 8.59

SC-120-600-D 3.41 1.55 9.47 8.90

SC-30-600-A-D 10.74 5.82 10.11 8.76

SC-60-600-A-D 7.74 4.04 9.54 8.47

SC-90-600-A-D 11.44 6.18 9.93 8.45

SC-120-600-A-D 10.85 6.00 9.77 8.61

Table 1. NO2 breakthrough capacities and surface pH values for the initial and exhausted samples.



Vmic/Vt), which means that micropores were involved in

the process of NO2 sorption. After the process of adsorp-

tion the specific surface area also decreased, which indi-

cates the presence of products of the chemical reactions

taking place on the sorbent surface. Activation of the car-

bonisates by CO2 significantly improves their structural

properties. As follows from the data, similarly for the car-

bonisates and the activates, the best structural parameters

and the greatest surface area were found for the sample of

the best sorption abilities SC-90-600-A. After adsorption

the structural parameters of the activates are significantly

deteriorated.

For all samples studied, the content of the surface oxy-

gen functional groups (acidic and basic) was estimated

using the Boehm method [10] (Table 2). The carbonisates

have basic surface character. The greatest content of the

basic and acidic oxygen functional groups was determined

for sample S-90-600. After NO2 adsorption the content of

the basic and acidic oxygen functional groups increases

irrespective of the duration of carbonization. Activation of

the carbonised samples leads to a decrease in the content of

acidic oxygen functional groups and an increase in the con-

tent of basic ones. Analysis of the content of oxygen groups

on the surface of the activates after NO2 adsorption shows

that the content of acidic groups increases, while that of

basic groups decreases, which is consistent with the

decrease in pH after adsorption (Table 1). The decrease in

pH after adsorption is probably a consequence of the for-

mation of relevant nitrates.

Conclusions

The above-discussed results have shown that by appro-

priate thermal and chemical treatment of sludge, meso-

porous adsorbents can be obtained that are capable of NO2

removal. From among the samples obtained by carboniza-

tion at 600ºC or by carbonization at 600ºC followed by acti-

vation by CO2 at 800ºC, the best NO2 sorption abilities had

the adsorbents carbonized for 90 minutes. The activation of

the carbonisates with CO2 was found to substantially

improve their sorption properties and lead to a decrease in

the content of acidic oxygen functional groups and an

increase in basic ones.
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